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lssuedff;dy Smith Designs P.riv:u e Limitecl
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Dated : 14.07.2021

Your Ref. No. HSOpt_/CtptrT'/M'['/Ab.tl
0v2021: 23.06.2021Test Report as per Standard : As per par1 C

ULR No :'l'C8l 6.12100000 1657P

PAI{] ICL]LARS OF

a) Name of Sample ( as stateci try party)
b; Gracle / variety / type / size / class

c) Declared value, if any

d) Cocle No.
e) Batch No. and Date of Mant facture
t) Quantity
g) Mode of Packing
h) Date ol Receipt
i;Date- of Startir-rg

i ) Date of Completion
k) Seated or not

PAIIT A
SAMPLE SUBMITTED

WPC Solicl Door Frame
I25n'ulx63rnmx300mrn
NA
NA
NA
02 Nos
Packecl in bag
25.06.2021
28.06.2021
13.07 .2021
NA
NA

PAR'T B
SL PPLEMENTAI{Y INFORMATION

a) ltet'erence to sampling procedur,:

b) Supporting documerrts for the Ireasurement
takeu and result derived

Samples Supplied by the I'}arty

As per Part C

Not Applicablec) Deviation from the test metltod
as presclibed in relevanl work lttrtrttctiotts, if any
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PLASTICS TESTING CENTRE

I ,r,'a, t"n,r u"r*'rame
I

I r* neport xo. ilot 
I

I Oated: 14.07.2021 
I

PAITT C
TBS'I'ITESULTS

--Tlsr. I

lNr. l

f- ,--l

[,-tr

Tests

:..'--.-.=-.-
Densrty

Test Methocl tlnit l{esults Obtainctl

rs 2380 (P-3) kgiml 868.6

AS'fM D 2240 67

IS 2380 (P-16) o//o 1) 0.06
2) s.04

rs 1734 (P-1) o//lt 0 28

rs 1734 (P-1) Kg/cm2 43.91

rs 2380 (P-14) N 1 069

t lardness (Shore-D)Hard

Wrt,ater Absorption

PAR'I' D

ITENlAII.KS
NO II: I

2

J

4

5

Nit
The results relate,l only to the items tested
The report shall r ot be reproduced in full/part without written approval of tlre laboratory
TIris Test Report,'Cerlificate is issued only tbr the samples submitted to CIPET.
Tlre results statecl above related only to the items tested.
-['he 

cluality ot'tlrr. subsequent prociuction lot has to be ensured by the purchaser.

ALrthorised Signatory Authorised Signatory
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1) 2 hrs
2) 24 hrs

Moisture Content
(103'C. I hrs)
Compressive Strength
t l!,%!S&tqg!gnt
Screw Withdrawal


