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Test Report as per Standard :
As per pafi C

Dated : 1 4.012021

Your Ref. No. HSOpt_/Ct p1,t'/MT/Abircl

0112021: z:.oe .zozt

lssueffirgy' Smith Designs Privat: Limited
11arc11'plast WPC Centre
101-1. (ianesh Glory. Nr. BSN . Otllce"
(iodrc'.i Garden City Road. S.( . IIighway.
.lagutprrr, Ahmedabad - 382 4"'0

PARl'iC]ULARS OF
a) Nanre of Sample ( as stated by party)
b; Grade / variety I type / size / r:lass

c) Declared valLre. if any

d) ( ode No.

e) Batch No. and Date of Manulacture
t) Quantity
g) N4ocle of Packing
h) [)ate't-rf Receipt
i)Date of Starting
jl Date of Completion
k) Sc'aled or not

PAITI'A
SAMPLE SUBMITTED

WPC Solid Door
150mmx l50mmx30mm
NA
NA
NA
08 Nos
Packed in bag
2s.06.2021 :

28.06.2021
13.07.2021
NA
NA

tlLR No :'l'C8l(r.12100000 I 656P

PAR'T B
SU I'PLEMENTARY INFORMATION

a) l{eference to sarnpling procedure :

b) SLrpporting docutnents for the ttrr:asttrement

taken ancl result derived

c ) l)g iation fiorl the test nrethocl

as presci'ibecl in relevant worli Itts rttctiotls, if any

Samples Supplied by the Partl'

As per Part Cl

Not Applicable
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PI.ASTICS TESTING CENTRE

I WPC Solid Door
lt_. .-_

PAITT C
TBS'I'RESUL'TS

I f I llardness(Shore-D)

I I warcr: Abso.ptio" -

l3 | t)2hrs
I I D 24nrs

l--,*@
I ' itl03'C. lhrs)

Test Methotl Llnit Itcsults Obtaincd

rs 2380 (P-3) kg/ml 62t.e
AS'fM D 2210 68

rs 2380 (P-16) % l ) 0.13
2\ 1.32

IS 1734 (P-l ) % 0.14

TTI'N,IAITKS
N0l l.

PAR'I'D

: Nil
I The results relatei: only to the items tested
2 The report shall rtrrt be reproduced in full/part without written approval of the laborarory
3 This 'lest Repolt/( ]ertificate is issued only tbr the samples submitted to CIPE'l'.
4 Tlre results stated rbove related only to the items tested.
5 Tlre qLrality of the subsecluent pt'oduction lot has to be ensured bv the purchaser'.

/*L
Aut[orised Signatory Authorised Signatory
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